Test Certificate HXACMAY

Certificate No.: HW6000570(7)

This certificate confirms that the

One (1) submitted sample of foam stated to be ‘Foa m

Submitted by

HOME SOLUTIONS CO., LIMITED

has been tested at FIRA-CMA Testing Services Limite  d and successfully satisfied the

requirements from:

Schedule 1 part 1 of the Furniture and Furnishings (Fire) (Safety)
Regulations 1988 (based on BS 5852: 1982 Part 2)

Report reference: AW6000728(1)

AUTHORIZED SIGNATURE /ﬁ,& Wilson Wong

POSITION Manager

CERTIFICATE DATE 21 Sep 2018

For and on behalf of FIRA-CMA TESTING SERVICES LIMITED

mcm This certificate only relates to the sample(s) supplied and tested at
the time. Re-testing at intervals is recommended and should be

TESTING SERVICES LIMITED i subject to agreement between the supplier and the purchaser.

FIRA-CMA Testing Services Ltd, Room 1302, Yan Hing Centre, 9-13 Wong Chuk Yeung Street, Fo Tan, N.T. Hong Kong.



